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Session 5.1  Shielding for DED – Quiz 



Q1. in welding processes where flux is not used how is shielding normally provided ?






Q2.  Why is the standard weld shielding insufficient for DED of large titanium parts 





Q3. What is the oxygen threshold  for welding of titanium





Q4.  What are the disadvantages of using a rigid gas tight enclosures in DED



Q5. What are the drawbacks of using flexible enclosures 








Q6. Why don’t localise gas shields developed for specialised welding work so well for DED 


 
