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Session 4.5  Metallurgy for DED – Quiz 


Q1 Why does DED processing affect part performance ?

Please fill in the 2  missing blanks below

Processing ____________ Properties  ____________   



Q2 Name 4 things which could determine weldability 




Q3 Please label the image below

[image: A picture containing text, sport, archery

Description automatically generated]














Q4 Please label the image below
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Q5 Please label the diagram below



[image: Graphical user interface, diagram

Description automatically generated]





Q6 What causes layer bands in DED?






Q7 Name 4 things which managing the temperature can affect 




Q8 What 3 sources of cracking contribute to microcracking 





Q9  Give 2 benefits of heat treatment ?





Q10 What does HIP stand for ?





Q11 How does HIP work ?






Q12  Name 3 metallurgical assessment tools  
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Q5 Please label the diagram below





