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Interpass Temperature for welding 

• Temperature of workpeice or bead immediately prior to depositing next bead 

• Minimum interpass temperature often equal to minimum preheat temperature

• Maximum interpass temperature not normally specified in welding
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https://weldinganswers.com/dangers-of-not-
maintaining-proper-interpass-temperature/

https://news.thomasnet.com/fullstory/temp
erature-indicator-enables-interpass-
temperature-testing-801096
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Interpass Temperature for DED 

• Temperature of preceding bead prior to depositing the next layer

• Unlike traditional welding the maximum interpass temperature 
needs to be controlled 

• As more material is deposited the temperature rises 

• Affects the deposition characteristics (bead shape tends to flatten) 

• Can have a detrimental affect of mechanical properties

• Made increase part distortion  
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Measurement of Interpass temperature in DED 

• Thermocouple or pyrometer 

• Increasingly IR cameras are used 
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https://www.mdpi.com/2075-4701/10/8/1046/htm
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Process modelling 

• Welding simulation is often used to help predict the 
temperature and thus plan the deposition strategy 

• Modelling can also be used to predict thermal stress, 
deformation and even microstructure
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Managing interpass temperature in DED 

• Ideally maintain interpass temperatures within a relatively narrow range 

• Avoid temperature dropping too low

• Once  maximum temperature is reached deposition is paused until the 
material has cooled sufficiently to continue 

BUT

• This extends the manufacturing time this undermining process productivity 
and ultimately increasing the costs
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Forced cooling 

• To reduce this problem  forced cooling is sometimes used – show image 

• Typical approaches include;

• Cooled plattern beneath the build plate to help remove the heat 

• Another option is to cool the deposit using blasts of air and even inert gas 

• For some materials which are not hydrogen sensitive then water misting 
can be employed 

• However, it is important to avoid cooling at a rate which adversely affects 
the microstructure or introduces excessive stresses in the part 
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Rudimentary forced cooling used to maintain 
temperature of the build plate and the 
interpass temperature of deposited material 
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Results & conclusions 

• Maintaining interpass temperature at 150 °C resulted in 
shape deviations of less than 2% in comparison with 
the CAD model. 

• Unregulated interpass temperature led to significant 
shape distortions 

• Forced aircooling removed need for dwells in the 
deposition increasing productivity by up to 30% 

• Cooling by compressed air is safe and has no adverse 
effect on the microstructure and mechanical properties 
of structural steel.

• Interpass temperature control is critical to achieve 
repeatable and stable deposition height through the 
layers and the desired final dimensions of the deposit. 
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Near Immersion Active Cooling (NIAC)
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Deposition performed in a tank which is 
progressively filled with water as the 
deposition process continues 

Hackenhaar, William, José AE Mazzaferro, Filippo Montevecchi, and Gianni 
Campatelli. "An experimental-numerical study of active cooling in wire arc additive 
manufacturing." Journal of Manufacturing Processes 52 (2020): 58-65.
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Multiple deposition sites

• One approach is start depositing in another area of the part or another part 

• This maintains productivity whilst maintaining the temperature
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https://all3dp.com/1/waam-what-is-
wire-arc-additive-manufacturing/https://thermalprocessing.com/advanta

ges-of-wire-arc-additive-manufacturing/
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Increase in temperature along a bead

• For some materials, part geometry and weld 
parameters there is a significant increase in 
temperature of workpiece ahead of the meltpool.

• Refractory materials such as Tungsten are prone to 
suffer from this problem due to very slow travel speed.

• This changes the interpass temperature along the 
length of the bead.  

• Often leads to characteristic sagging at the end of 
beads

• To avoid this welding parameters need to be adjusted 
and forced cooling implemented 
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Tungsten sample produced by 
WAAM- Cranfield University 
(AMAZE project)
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PARTNERS
Thank you  & Questions ?

This project has been funded with support from the European Commission. This communication
reflects the views only of the author, and the Commission cannot be held responsible for any use
which may be made of the information contained therein.
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This project has been funded with support from the European Commission. This publication reflects the views only of the author, and the
Commission cannot be held responsible for any use which may be made of the information contained therein.


	Slide 1
	Slide 2: Contents
	Slide 3: Interpass Temperature for welding 
	Slide 4: Interpass Temperature for DED 
	Slide 5: Measurement of Interpass temperature in DED 
	Slide 6: Process modelling  
	Slide 7: Managing interpass temperature in DED 
	Slide 8: Forced cooling 
	Slide 9
	Slide 10: Results & conclusions 
	Slide 11: Near Immersion Active Cooling (NIAC)
	Slide 12: Multiple deposition sites
	Slide 13: Increase in temperature along a bead
	Slide 14
	Slide 15

